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" PRODUCT BULLETIN COVER-TEX BULLETIN NO: J-5303 

" DRYWALL ACCESSORY WALL TEXTURE DATE: 12-17-74 
' PRODUCTS PAGE: l of l 

APPROVALS: PRODUCING PLANT: ~: TEST BATCH 
SEATTLE DATE: 

BULLETIN DESCRIPl'ION % POUNDS GALLONS 

220 Limestone 42.41 1000 

442 Talc ron 44-31 21.21 500 I 
I 

247 Mica Sericite 12 72 300 . 
1..1.6 Titanium Pigment 2 12 50 

056 Wvo.ie1 C1'!Y !. • 21.. 100 

:no PolYVinyl Alcohol .64 15 

200 Keltose .25 6 

245 Methocel 228 .25 6 

453 Preservative .1.1_ "3 

435 Dow XD-8655-l 3.18 75 

164 GJ,y_oxal 80_51; .13 . 3 

489 1'/ollastoni te P-1 12.72 300 

TOTAL 100.00 2358 I 
I 
I 

MAN!JFACTURING INSTRUCTIONS: I 
L Mixing time shall be 8 minutes min imurn and 12 minutes maximum. 

2. Blank out asbestos we..rning on sacks. 

QUALITY CONTROL: 

TM-lA Viscosity, 100 gm cone @ 5 sec., 
200 gm per 150 cc water 30 - 40 mm I 

TM-JA Bond Equal to Standard ' 
' 
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